Surface Prop. Matls 525 Professor Garofalini
HW due Sept 24

1.

Using the figure below taken using XPS and the information given:
(a)explain what causes the peak near 711-712 eV;
(b) why the intensity ratios of the peak near 707 and 711 differ so much between the

red and blue lines.
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